UNITED STATES DEPARTMENT OF COMMERCE
NATIONAL BUREAU OF STANDARDS
WASHINGTON, D. C.

PROVISIONAL CERTIFICATE OF ANALYSIS
STANDARD SAMPLE 160a
19Cr - 14Ni - 3Mo

Percent
Carbon , ' 0. 063
Manganese 1.63
Phosphorus 0. 027
Sulfur . 016
Silicon . 61
Copper .18
Nickel 14 .14
Chromium 18 . 75
Vanadium 0.052
Molybdenum 2.83
Nitrogen 0.051

(Signed) EDWARD WICHERS, Chief
Division of Chemistry

November 12, 1957
Washington, D. C.



