U. S. DEPARTMENT COF COMMERCE
NATIONAL BUREAU OF STANDARDS
WASHINGTON
FROVISIONAL CERTIFICATE OF ANALYSIS

STANDARD SAMPLE 30e /
CHROMIUM VANADIUM STEEL

AR

Percent

Carbon - - — = = = = = = — — e e e e e o o 0.505
Manganese - - - - - - - T T R .79

Phosphorus - - - ~ - = « ~ = = « « « « « o o . o L0026
Sulfur - = = = = = = e - - - - e - e e e oo 036
Sulfur (evolution, HC1 (1+1) - - = - = = - = - = ~ - 036
Silicon =~ = = = = = & & = - o« & - . m — . o e e e - .270
Copper - - - =~ = = = = = = = = & « « & 4 oo o o - . 094
Nickel - -~ = == = - = ;e e . e e e e - 027
CHROMIUM -~ - - = = = = = = = = = o o o o o = - = = .935
VANADIUM - - = = = = = = = me = m = = = o = o o o - 150
Molybdenum - -~ - - == = = = o o = = = & « - - - - - .007
Nitrogen - - - == = = = = & w - @ o & - 4 o« o - - - .007

(Signed) EDWARD WICHERS, Chief

Washington, D, C.
March 15, 1954



