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DIMENSIONAL 

NVLAP Code: 20/D05 
Length & Diameter 

Nano Lattice Standards (NLS) 

Nominal Pitch in nm Best Uncertainty (f )in nmnote 

100 0.51 

200 1.02 

400 2.04 

800 4.08 

1000 5.10 

Percentage Uncertainty in %& 

0.51 

0.51 

0.51 

0.51 

0.51 
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NVLAP Code: 20lD 12 
Surface Texture 

STEP HEIGHT STANDARDS (SHS) - Thin 

Nominal Height Best Uncertainty (*Pte 
8 nm 0.3 nm 

18 nm 0.6 nm 

44 nm 0.5 nm 

88 nm 1.0 nm 

180 nm 1.7 nm 

450 nm 2.3 nm 

940 nm 4.7 nm 

STEP HEIGHT STANDARDS (SHS) - Thick 

1.8 pm 0.01 pm 

4.5 pm 0.05 pm 

8.0 pm 0.06 pm 

14.5 pm 0.08 pm 
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Percentage Uncertainty (f )"& 

3.4 

3.5 

1.1 

1.1 

0.9 

0.5 

0.5 
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NVLAP Code: 201D17 
Film Thickness Standards (FTS) 

FTS for SiO, films 

Nominal Thickness in nm Best Uncertainty ( f )in nmnW ' 
4.5 0.3 

Percentage Uncertainty (f Y* 
6.67 

4.00 

3.33 

1.20 

0.80 

0.30 

0.24 
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1. Represents an expanded uncertainty using a coverage factor, k=2.  
2. Normalized to the nominal value. 
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